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Dismantling

3 simultaneous approaches of sampling 

�  Contractual  sampling for global and statistic analyses
according to  EURIDICE

�  Rings 5, 12, 19 & 30

�  Local sampling of particular areas during the on-going
dismantling (several hundred samples)

�  Visible heterogeneities and interfaces reactivity according to the CEA

criteria
�  Local reference samples

�  Massive samples at the scale of the ring (10 blocks)
�  Investigation on global hydration heterogeneities and underlining of

eventual preferential paths et localised reactivity
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Global hydration behaviour

• Effective swelling of the external ring close to the
liner and hydration tubes
• Pronounced ochre clear colour highlighting possible
clay enrichment in volume


